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SAMPLE DESCRIPTION:99.5 ALUMINA GRINDING BA@

SPECIFICATION: 0.6-0.8mm

CLIENT: PINGXIANG HETIAN NEW MATERIAL CO..LTD

TEST TYPE: CONTRACT

ENATIONAL GROUP ZIBO CO.,LTD.
NATIONAL QUALITY %C . UPERVISION CENTER FOR
INDUSTRIAL CERA MATERIALS INDUSTRY
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INSPECTION REPORT
No.:2024GW-0444 page 1 of 1
Sample Description 99.5 Alumina grinding ball Sample No. 2024GW-0444
Client Pingxiang Hetian New Material Co.,Ltd
Manufacturer Pingxiang Hetian New Material Co.,Ltd
Size / Type 0.6-0.8mm Brand /
Sample state Ball Test Type Contract
Reception Date/Place 2024.03.18;Center Sample Amount 500¢g
Test Result
No. Test Items(Unit) Standard
Individual Average o\
P |
1 AL O3 (%) 99.68 / GB/T 24487-2022 |- |
4
2 MgO (%) 0.0078 / GB/T 6609.1-2018 '
3 CaO(%) 0.076 / GB/T 6609.1-2018
4 S10,(%) 0.20 / GB/T 6609.3-2004
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The results only in charge of the detected samples.
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