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INSPECTION REPORT

Report Number: 2024GW-1233

I

SAMPLE DESCRIPTION:Alumina grinding ball

SPECIFICATION: 0.5mm

CLIENT: Pingxiang Hetian New Material Co.,Ltd

TEST TYPE: CONTRACT

. ENATIONAL GROUP ZIBO CO.,LTD.
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CHINA TESTING & CERTIFICATION INTERNATIONAL

GROUP ZIBO CO.,LTD.
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No.:2024GW-1233 page 1 of 1
Sample Description Alumina grinding ball Sample No. 2024GW-1233

Client Pingxiang Hetian New Material Co.,Ltd
Manufacturer Pingxiang Hetian New Material Co.,Ltd
Size / Type 0.5mm Brand /
Sample state Ball Test Type Contract
Reception Date/Place 2024.07.17;Center Sample Amount 200g
No. Test Items(Unit) St Remult Standard
Individual Average
1 AL, O05(%) 99.93 / GB/T 24487-2022
2 Fe,03(%) 0.0018 / GB/T 6609.1-2018
3 S10,(%) 0.024 / GB/T 6609.3-2004
4 K5,0(%) 0.0015 / GB/T 6609.1-2018
5 Na,O0(%) 0.038 / GB/T 6609.1-2018
Blank

The results only in charge of the detected samples.

Remarks

Batch number: July 10, 2024
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